MAG LAYERS USA, Inc
Material description

Component type : HFI-100505 Series

Description :

. Terminal
Ceramic Body

Terminal : Ag/Cu/Ni/Sn all (Lead free alloy)

Copper 1.5um min., Ni 1.25um min., Tin 2.5um min.

Solder Profile: Temperature up to 260 degree C (10 seconds)
Solder Material H63A (Eutectic solder)or equal

MAG LAYERS USA, INC (800) 427-4010
1502 Brookhollow Dr, Suite C (714) 427-5834 fax
Santa Ana, CA 92705 ww.maglayersusa.com
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Trpe of Product : SILVER PASTE
Bryvie/lem No : ML-5178
Samnls Rectived +  2003/10/03.
Testing Datc ¢ 3003/10,/03 TO 2003/ 10/15
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Test Result
PART NAME NO.1 1 SILVER COLOR PABTE
[ Resalt |
Teat lamis): Uit Method MDL [ ¥O.1 Bpes.
{Lead (PHi — After As pex UB |2 N.D.
30508 or other acsd |
|

NOTE: (1) K.D. = Not detected.(<MDLj
(2) ppm. = mg/kg
(3) MDL= Method Detection Limit
{#) * —" = Not Applicabilc
(5) *=Results shown are of the adjusted analytical results.
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DATE: 200311212
PAGE: 1 0OF 1

THE FOLLOWING MERCHANDISE WAS{WERE) SUBMITTED AND IDENTIFIED BY THE GLIENT A5

CLIENT . 1AL JANO ENTERFRISE COLTD

PRODUCT DESCRIPTION . PURE TN

TESTING DATE - 2003M 208 TO 200322

SAMPLE RECEIVED . 2003205
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WE HAVE TESTED THE SAMPLE(S] SUBMITTED AS REQUESTED AND THE FOLLOWING RESULTS WERE

OETAIMED.

TESTITEMI{S) UNIT METHOD DET. LMT RESULT
AMALYSIS BY ICP-AES WITH ADVANCE

CADMIUM pRm TREATMENT EN1122, METHOD B:2001 g nd

ANALYSIS BY US EPA 71984 WITH ADVANCE

CHROMIUM V] pem TREATMENT US EPA J060A. ¢ nd.
AMALYSIS BY ICP-AES WITH ADVANCE

MERGURY pom TREATMENT LS EPA 3052 2 na
AMALYEIS BY ICF-AES WITH ADVANCE

LEAD PR TREATMENT US EPA 20508 2 3.8
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